
 
Short presentation  
My goal is to reveal the mechanisms behind observed physical performance of wood and biomaterials. Central to the
performance is interactions with water in the material structure (i.e. cell walls). Therefore, my current primary focus is to
expand and renew our knowledge about properties and effects of water inside cell walls as well as how chemical
modification alter these.
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